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Research Topics

Experimental Techniques

Thin film growth with pulsed laser deposition (PLD) and 
thermal evaporation. 

Spectroscopic Ellipsometry (FIR-UV)

Neutron Reflectometry

Muon-Spin-Rotation

Oxides with strongly correlated electrons (high Tc, CMR, etc.)

Oxide multilayers with competing orders

Spin-injection in organic spin-valves

FK group



Measuring current induced spin polarisation in organic spin-valves

Sample grown at Queen Mary College, London, UK

Alan Drew

Leo Schulz



Giant Magneto Resistance (GMR) in metallic 
FM/N/FM multilayers – spin dependent confinement

Magnetic
exchange-splitting







Myon-Spin-Rotation (μSR) @ PSI

Perferential direction for positron emission

Sμpμ

e+

e+



Typical μSR setup







Niederenergetische Muonen @ Paul-Scherrer-Institut









Conclusion 
 
 

We can measure quantitatively and depth-resolved the 
current-induced spin polarisation in the active (buried) 

layers of a functional organic spin-valve. 
 

We can distinguish between interface effects and spin 
transport effects in the individual layers. 

 
What else can we do? 



 

PLD growth of oxide multilayers
with competing orders

High Tc superconductors
YBa2Cu3O7

Ferromagnet,
La2/3Ca1/3MnO3

Y

Ba

La

Cu

O

Mn

LCMO

YBCO

Mn-O-Cu

interfa
ce

Nanometer scale:
1nm=0.000001mm



Pulsed Laser Deposition (PLD)
RHEED controlled

Brendan
Doggett

Vivek
Malik



Perovskitartige Oxide:
- Isolatoren

- Metalle
- Supraleiter

- Ferromagneten
- Antiferromagnete

- Ferroelektrika
- Antiferroelektrika

- Multiferroika
……



Z. Sefriui et al., PRB 67,
214511 (2003).



Superconductivity versus Ferromagnetism!

Superconductor Ferromagnet

applications:
Faster, more efficient,

energy saving, ….

Fundamental science:
fascinating and 

challenging



Y.A. Izyumov et al., 
Physics Uspekhi 45, 109 (2002).

New combined SC/FM quantum states.

New devices for example
in quantum computing, etc.



Why study SC/FM multilayers from oxides ? 
 

High Tc cuprates: 

> High Tc and thus large SC order parameter. 

> D-wave order parameter. 

> Short SC correlation length. 

> Competing magnetic ground state (SDW). 

 

FM manganites 

 High degree of spin polarization. 

 Very good lattice matching. 

 Nearly degenerate FM and non-FM ground states 



Phase diagram of cuprate high Tc´s



Mott-Hubbard-Insulator



Colosal Magneto-Resistance (CMR) in 
La2/3Ca1/3MnO3



Y. Tokura and Y. Tomioka,
J. Magn. Magn. Mat. 200, 123 (1999).

Colossal Magneto-Resistance (CMR)



R

Fe/Cr (40/40) x10 bilayers

Qz (A-1)

1

Kiessig fringes

Bragg peaks at
2

2 ,2
l cQ Q l π⎛ ⎞= + ⎜ ⎟Λ⎝ ⎠

where l is the order of refl. and
Λ is a thickness of bilayer

Neutron Reflectometry
@ PSI with Jochen Stahn







J. Stahn et al., PRB 71, R140509 (2005).

TCurie(LCMO)=165 K

Tsc=78 K



Antiphase exponentially decaying FM moment in YBCO
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X-ray magnetic circular dichroism (XMCD)

J. Chakhalian et al., Nature Physics 2, 244 (2006).

Mn Cu



F.S. Bergeret, Phys. Rev. B 69, 174504 (2004).

Proximity effect between spin singlet and FM
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Neutron reflectometry on 200/200 SL



Phase diagram versus carrier
concentration



Y0.6Pr0.4Ba2Cu3O7 / La2/3Ca1/3MnO3;  (100Å /100Å)x9
Tsc=40 K, TCurie=190 K

?



J. Hoppler et al., submitted

Giant SC-induced modulation of the ferromagnetism



But why is the FM so extremely soft?

Unique property of the manganites due to degeneracy of 
ferromagnetic (metalic) and paramagnetic or antiferromagnetic

(insulating) states!

Dramatic variation of magnetisation density with pressure and 
external magnetic fields are observed! 



Double exchange mechanism based on strong on-site
Hund coupling → ferromagnetic metal

Jahn-Teller distortion → charge localízation



Magnetic field induced insulator-to-metal transition in Pr1-xCaxMnO3

Y. Tokura and Y. Tomioka, J. Magn. Magn. Mat. 200, 123 (1999).



The fractional order Bragg peak is extremely strain sensitive!

SrTiO3 undergoes an antiferrodistrortive transition at 105 K. 

Buckling of the substrate that extends through the superlattice
→ stripy domains (> 100 µm and <20 µm along a- and b-

directions, respectively).



X-rays @ SLS



2D Mapping with time-of-flight instrument @ PSI



Strong pressure
4 N/mm2

Weak pressure
0.5 N/mm2

T=10 K



Conclusion 
 
 

Giant SC-induced modulation of FM order 
 

Very sensitive to strain - may be its good for strain 
controlled quantum devices? 

 
In any case, it’s a fascinating toy! 



Summary 
 
 

Direct measurement of current-induced spin 
polarisation in buried non-magnetic layer of a 

function organic spin valve by muon –spin-rotation 
 
 

Strong and unusual interaction between  
high Tc superconductivity and ferromagnetism in 

oxide mulitlayers.  

A Postdoc position is open in my group


